
HAL Id: hal-00701645
https://hal-iogs.archives-ouvertes.fr/hal-00701645

Submitted on 25 May 2012

HAL is a multi-disciplinary open access
archive for the deposit and dissemination of sci-
entific research documents, whether they are pub-
lished or not. The documents may come from
teaching and research institutions in France or
abroad, or from public or private research centers.

L’archive ouverte pluridisciplinaire HAL, est
destinée au dépôt et à la diffusion de documents
scientifiques de niveau recherche, publiés ou non,
émanant des établissements d’enseignement et de
recherche français ou étrangers, des laboratoires
publics ou privés.

Efficient, tunable, zero-line-diode-pumped,
continuous-wave Yb3+:Ca4LnO(BO3)3 (Ln=Gd,Y)

lasers at room temperature, application to miniature
lasers

Frédéric Druon, Frederika Auge-Rochereau, François Balembois, Patrick
Georges, Alain Brun, Astrid Aron, Frédéric Mougel, Gerard Aka, Daniel

Vivien

To cite this version:
Frédéric Druon, Frederika Auge-Rochereau, François Balembois, Patrick Georges, Alain Brun, et al..
Efficient, tunable, zero-line-diode-pumped, continuous-wave Yb3+:Ca4LnO(BO3)3 (Ln=Gd,Y) lasers
at room temperature, application to miniature lasers. Journal of the Optical Society of America B,
2000, 17 (1), pp.18-22. �hal-00701645�

https://hal-iogs.archives-ouvertes.fr/hal-00701645
https://hal.archives-ouvertes.fr


18 J. Opt. Soc. Am. B/Vol. 17, No. 1 /January 2000 Druon et al.
Efficient, tunable, zero-line diode-pumped,
continuous-wave Yb31:Ca4LnO(BO3)3

(Ln 5 Gd,Y) lasers at room temperature
and application to miniature lasers
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We demonstrate an efficient cw 976-nm-diode-pumped Yb31:Ca4GdO(BO3)3 laser. At room temperature we
obtained 814 mW of power with a slope efficiency of 77% and a small-signal gain per round trip of 1.67. We
also demonstrate that the Yb31:Ca4LnO(BO3)3 (Ln 5 Gd, Y) crystals are suitable for a plano–plano microchip-
type cavity. With this microlaser we have obtained an average power of 300 mW, which corresponds to an
optical–optical conversion efficiency of 27%. © 2000 Optical Society of America [S0740-3224(00)00101-1]
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During the past few years the great potential of Yb-doped
media has been demonstrated by very efficient and pow-
erful diode-pumped lasers.1–6 Owing to their simple
quasi-three-level electronic structure,7 based on two elec-
tronic manifolds, Yb-doped media allow a reduction of the
thermal load and thus are highly suitable for high-power
diode pumping. The quasi-three-level electronic struc-
ture of the Yb31 ions allows a low quantum defect to be
achieved. In addition, the absence of additional parasitic
levels higher than the first excited state of this rare-earth
element avoids undesired effects such as excited-state ab-
sorption and upconversion. The absence of concentration
quenching is also an advantage to help reach high doping
rates in Yb. Thus these properties, added to the devel-
opment of high-power InGaAs laser diodes, make the
Yb31 ion very interesting for the doping of solid-state
media.3–5,8–14 Another advantage of Yb, compared with
other dopants such as Nd, is its broadband nature, which
is suitable for both tunable and ultrafast lasers.6 How-
ever, the main problem with Yb as a dopant is its quasi-
three-level nature. In fact, because of the thermal filling
of the lower laser levels, the performance of the Yb laser
strongly depends on the temperature.9,15,16 Operating
this laser at room temperature1,2,17,18 thus often leads to a
sacrifice in efficiency or in average output power. When
the absorbed pump power is high and the thermal load is
increased, the efficiency of the laser drastically decreases.
This is why, from the point of view of reducing the ther-
mal effects, the choice of the host matrices is very impor-
tant for diode-pumped Yb lasers.

In this paper we present the results obtained with
0740-3224/2000/010018-05$15.00 ©
Yb31-doped Ca4GdO(BO3)3 (Yb:GdCOB) and Yb31-doped
Ca4YO(BO3)3 (Yb:YCOB) materials. These recently dis-
covered crystals13,19 belong to the Ca rare-earth oxoborate
family. They can be Yb-doped by substitution of their
Gd, Y rare-earth ions. The doping in Yb31 can be very
high because of the lanthanide site in the oxoborate struc-
ture and the absence of quenching concentration. In our
case we used a 15%-doped Yb:GdCOB crystal and a 35%-
doped Yb:YCOB crystal. The high concentration allows a
short pump-absorption length in the crystal, which is an
advantage when it is pumped with a non-diffraction-
limited beam from a high-power laser diode. Moreover,
Yb:LnCOB (Ln 5 Gd, Y) crystals also exhibit more in-
herent properties that are interesting from the point of
view of obtaining efficient, largely tunable laser sources.
First, Yb:LnCOB crystals have a very broadband emis-
sion spectrum (43 nm FWHM) compared with that of
other crystals, such as Yb:YAG (12 nm FWHM). Second,
these crystals, in comparison with glasses, have a rela-
tively good thermal conductivity (k 5 2.1 W m21 K21 for
GdCOB compared with 0.7 W m21 K21 for glasses). The
thermal conductivity is an important parameter for
quasi-three-level media because it directly influences the
temperature of the gain area and thus the thermal popu-
lation in it. The Yb:LnCOB crystals then add the advan-
tage of a broadband emission that is comparable with
that of Yb-doped glasses to the relatively good thermal
conductivity of crystal, as is shown in Table 1.

Another advantage of the Yb:LnCOB crystals is that
they can be diode pumped to their zero-line peak wave-
length. In fact, Yb doped crystals are usually pumped
2000 Optical Society of America
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Table 1. Comparison of Yb:LnCOB with Other Yb-Doped Matrixes

Characteristic Yb:YAG Yb:YAB Yb:S-FAP

Yb:glass
phosphate
(QX/Yb) Yb:YCOB Yb:GdCOB

Emission
bandwidth (nm)

10a ;20b 5.5 c 62d 44 44

Thermal
conductivity
(Wm21 K21)

14d 3b 2.1 e 0.85d 2.1f 2.1f

Maximum
obtained slope
efficiency (%)

80g 71b 78h 49 i 73 f 77

Corresponding
maximum output
power (mW)

270 123 75 440 654 815

a Ref. 3.
b Ref. 14.
c Ref. 8.
d Ref. 20.
e Ref. 15.
f Ref. 12.
g Ref. 21.
h Ref. 5.
i Ref. 22.
far below their zero line. The pump wavelengths are, for
example, 941 nm for Yb:YAG (Ref. 10) and 900 nm for
Yb:Sr5(PO4)F (Ref. 8). The zero-line peak is narrower
than the other absorption peaks, a situation that is often
incompatible with diode pumping because of the broad-
band emission spectrum of the laser diodes. In the case
of Yb:GdCOB and Yb:YCOB the absorption bandwidth is
2.3 nm. To evaluate the importance of the broadness of
the pump spectrum compared with the broadness of the
absorption peak, we introduced the integrating absorp-
tion cross-section factor ( f ):

f 5

E
l
sabs~l!Ip~l!dl

sabs~lpeak!E
l
Ip~l!dl

, (1)

where sabs is the absorption cross section as a function of
the wavelength (l), sabs(lpeak) is the maximum absorp-
tion cross section of the peak, and Ip is the intensity of the
pump as a function of the wavelength. In our case,
where the width of the diode spectrum is 2.5 nm, we cal-
culated an integrating absorption cross-section factor of
0.7 (compared with 1 for an infinitely sharp pump spec-
trum). The high value of this factor is favorable for effi-
cient diode pumping.

The present paper deals with the results12,14 of the
Yb:GdCOB and Yb:YCOB crystals diode pumped at their
zero-line peak of 976 nm. As a result, the quantum de-
fect is decreased to 7% from a quantum defect of 14% with
a pump wavelength11 of 902 nm. The thermal load,
which arises mainly from the quantum defect, is then re-
duced by a factor of 2. Owing to the large splitting of
2F7/2 Stark levels in the Yb:GdCOB crystal11,12 (1003
cm21 compared with 614 cm21 in Yb:YAG), the effect of
temperature on the thermal population is much less im-
portant in the Yb:LnCOB crystals than in the others.23

All of these thermal and spectral properties thus moti-
vated us to study the performance of Yb:GdCOB lasers at
room temperature. First, we describe the performance,
obtained with a high pumping power at room tempera-
ture. Then, we will discuss the results of our study still
at room temperature, of the Yb-doped crystals in a plano–
plano microchip geometry (which is to our knowledge the
first ever demonstrated).

The first experiment consisted in optimizing the perfor-
mance in a stable cavity with a longitudinally pumped
Yb:GdCOB crystal (Fig. 1A). This experiment was per-
formed with one 2-W, 1 mm 3 100 mm junction laser diode
emitting at 976 nm. This diode (diode 1), from Polaroid,
was collimated by a 15-mm objective, then reshaped by an
83 cylindrical telescope in the slow direction, and finally
focused by a 60-mm doublet. The pump power incident
upon the crystal after the dichroic mirror (DM1) was 1.1
W. The crystal was a 3-mm-long, 15%-doped Yb:GdCOB
crystal. It absorbed 653 mW of the incident pump power
(59%). In this configuration, with a 4% output coupler, a
cw output power of 300 mW was obtained with a slope ef-
ficiency of 77% and an absorbed-power threshold of 265
mW.

To estimated the tunability of this source, we inserted a
prism into the collimated arm (DM2–OC in Fig. 1A) to

Fig. 1. Experimental setups. A, L cavity; B, Plano–plano cav-
ity. DM, dichroic mirrors with high transmission at 976 nm,
high reflection between 1000 and 1100 nm; DM1, plane mirror;
DM2, 100-mm curvature radius mirror; OC, output coupler.
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tune the wavelength. As is shown in Fig. 2, the tunabil-
ity was very broad: from 1017 to 1086 nm with a FWHM
of 44 nm. Without the prism, the source naturally oper-
ates near 1040 nm, which corresponds to the maximum of
the tuning curve.

To increase the performance of this laser, a second di-
ode was used to pump the crystal on both sides. This di-
ode (diode 2), from Opto Power Corporation, which in-
cluded a collimating fiber lens, was recollimated by a
140-mm doublet and focused by a 100-mm doublet. The
power incident upon the crystal after the dichroic mirror
(DM2) was 0.9 W. To optimize the double-side pumping,
a longer, 4-mm, 15%-doped Yb:GdCOB crystal was used.
Under these conditions the total absorption pump power

Fig. 2. Tunability of the Yb:GdCOB laser diode pumped at 976
nm. The sharp edges at 1018 and 1086 nm are due to the cutoff
of the mirrors.

Fig. 3. Output power of the laser versus absorbed pump power
for the double-side pumped 15%-doped Yb:GdCOB laser emitting
at 1050 nm.
was 1.3 W, corresponding to 65% of the optical–optical
conversion. Figure 3 shows the results obtained at room
temperature with a 2% and a 4% transmission output
coupler (OC). The maximum slope efficiency of 77% was
obtained with a 2% OC mirror (see Table 1 for comparison
with other crystals). Moreover, no diminution of the ef-
ficiency was observed even at high absorbed pump powers
in the absence of cooling of the crystal. In fact, nothing
was done to help cool the crystal: First, this 4 mm
3 5 mm 3 5 mm crystal was pumped in its center; sec-
ond, only one side of the crystal was set on a metallic sur-
face. Even under these unfavorable conditions, thanks
to the good thermal behavior of the Yb:GdCOB crystal,
the thermal load stayed weak enough to avoid a degrada-
tion of the efficiency. The maximum output power for 1.3
W of absorbed pump power was then as high as 814 mW,
which corresponded to a 63% optical–optical conversion.

These results are very promising for the use of Yb:Gd-
COB as a gain medium in a femtosecond oscillator or re-
generative amplifier, considering its broadband tunability
and its high pump-to-signal power conversion. However,
the pump-to-signal power conversion is not the best pa-
rameter for estimating the efficiency of an amplifier. Ac-
tually, the crucial parameter for an efficient amplifier is
the small-signal gain. To measure the double-pass
small-signal gain, we inserted a glass plate whose angle
was varied continuously to adjust the losses.24 A small-
signal gain of 1.67 was then obtained. According to this
result, it appears, in the actual state of the art, that the
Yb:GdCOB crystal is one of the best candidate for the re-
alization of near-1-mm femtosecond pulsed sources.

But amplifiers are not the only application for high-
gain media. Another advantage of having a very high
gain is for greater flexibility in the microchip cavity type
in the cw regime. In fact, it is very interesting in terms
of simplicity, compactness, and low price, to be able to use
a plano–plano cavity. These cavities are usually stabi-
lized by thermal lensing and gain guiding. In the case of
Yb:LnCOB crystals, for which a slightly negative thermal
lens (approximately 210 m of focal lens) was measured,
an efficient gain medium is necessary to stabilize the
cavity.

The second series of experiments was then performed
in the plano–plano microchip cavity geometry (Fig. 1B).
In this configuration the crystal was pumped on only one
Fig. 4. A, Output power of the laser versus absorbed pump power for the plano–plano 35%-doped Yb:YCOB laser emitting at 1050 nm.
B, Corresponding beam profile.
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side, the other side being the output of the laser. A maxi-
mum output power of 270 mW was obtained with a 4%
OC. The corresponding slope efficiency was then 79%.
The slope was steeper in this configuration than in the
stable configuration because the microchip cavity’s stabil-
ity increased with the gain and thus with the pump
power. The threshold was also higher in this configura-
tion. The optical–optical conversion efficiency was thus
25%.

To optimize the microchip laser, the idea was to in-
crease the Yb-ion doping of the crystal and to reduce its
size. But the GdCOB crystal cannot be doped with Yb31

ions to more than 27%, because the solid solution no
longer shows congruent melting behavior above that
level. To obtain a higher doping ratio, we decided to use
the Ca4YCOB crystal. The experiment was performed
with a 3-mm-long 35% doped Yb:YCOB crystal. The out-
put power versus the absorbed pump power is plotted in
Fig. 4A. An average output of 300 mW at 1050 nm was
obtained, corresponding to an optical–optical conversion
efficiency of 27%. Another important characteristic of
the plano–plano cavity is the laser beam profile. In our
case the beam profile (plotted in Fig. 4B) was circular and
nearly Gaussian. Its M2 factor was measured to be equal
to 1.25.

In conclusion, we have demonstrated the possibility of
efficient diode pumping at 976 nm for Yb:GdCOB. This
976-nm diode pumping allowed a low quantum defect and
led to a reduced thermal load, which is often critical for a
quasi-three-level Yb laser, especially at room tempera-
ture. The use of Yb:GdCOB and Yb:YCOB is, for the ac-
tual state of the art, the most suitable for highly efficient,
tunable, diode-pumped Yb lasers at room temperature.
A cw output power of 814 mW was obtained with a con-
stant slope efficiency of 77% and a 65-nm tunability.
Moreover, the high gain in these gain media was shown to
be appropriate for plano–plano microchip cavities. Actu-
ally, both the 15%-doped, 4-mm-long Yb:GdCOB and the
35%-doped, 3-mm-long Yb:YCOB showed a very good
optical–optical conversion efficiency (up to 27%) in this
plano–plano geometry. Finally, these Yb:LnCOB crys-
tals could be very interesting for ultrafast lasers. These
large emission spectra are suitable for an oscillator to pro-
duce sub-100-fs pulses. Moreover, the high gain of
Yb:LnCOB crystals seems to be very promising for the
development of an ultrafast diode-pump amplifier. So
the future step we are anticipating now is to apply the
Yb:GdCOB and the Yb:YCOB results to femtosecond laser
technology.

F. Druon’s e-mail address is frederic.druon@iota.u-
psud.fr.
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